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PPROVA!,5.C ~,sx CAt"CELS: B-40 '

1 

• . ' ('1/,C' A.S.TJ,!. C-630 DATE: I /' I 
., 1 -~~~\wz_-....l--~---,------_c....L-____ 4_1_3 _"_7 ____ i 

PRODUCING PLANT: Long Beach"· Antioch, Soe.ttle, Rcsario, Delanco, Jacksonville l 
COF" Fc.<WL'LA: (lbsf,-,'.SF ' 

Board Stucco (S-1, S-2) 

Paper Fiber (B--G-1) 

Starch (RM-B1lA) 

Core Foaming Agent 

ALS or AP.S (B-G-1) 

Lignin (B-.G-1) 

End.-T:-im (B-G-1) 

Potassium Sulfe.te (5-G-l) 
(in sQlution) 

. 
Asphalt-Wax Em;J.lsicn (RU-B2.A) 

( Gsllc:ns KSF) 

13/17 

7/10 

0-1.5 

5.5-6.5 

17-lS 

Rote.t-:; irr:Jt::n-co~·y cf as;:-::-.. f:l-::.-':&-:t_ i::r;:~il::io!?. !::-o ::.-:._,t use 
eiT'.G:::.ic:::l OYer 38 d:::..;:n:: .::-Li. ··.-lth::;·~l",_, :;~:::·e .... ".:.es·v:.:-::x or: the 
bo&l~d lin2. ?o..:...:;r~ssi.uu: Sul:f.::.tc· must be fed in. a -;o;ater 
solution form, for best results. 

PAf'i<:R LII--7EJO: 

1400/1600 

D-40 

Face Fe.per: Green c~~lored Ma.nil:.. 5C•-l/2'' ·,·;ide (RL-~-B-1, A, J\ C) 

J3ack Paper: I·£oisture Guard Gra~- ?apr 47-1/4" wide (.RM-3-l. L, B, C) 

OPER.AT'Tl-JG\ SFSCI.?":~~C.:\TTO::.s: (R:.::f:::r t:J Pr:Jjuct ~~lc~in 3-G-~2 :f'c!:· Ge::-l'3l'S.l 
Sp-:;cif'i-::::~.ti:Jr~s) 

l. Slul"'I'Y Slu..TYLp, inches 4-l/2 - 7 

2. Slllrry Setting Time, rnir;'xr<~s 2 - 4 

--- -...::=:::.:lf-====--=-==--=---c:.=.:==-==--=cc:..-:==-:c.:.--:==:.-::.:====----=-c:=.-:::.:.::=.:.==.::·::::..c=---=c-=-
KG2001009 
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OPERATING SPISIFICATIOlJS (contirmeQ) 
,, --

3. Wet Slurr:l vr~igl1t, Lbs./C.F. 

4. Viet COmpressive Strength, psi 

5. Moisture Cont:.ent at To.l-1:8-0ff 
(prong ty-pe meter), percent 

75-G:J 

200-400 

15-20 

PROUUCT SP"Fi:CIFICATJ.OF~: (RF~fcr to Prod.uct, Bulletin D-G-4 for. Ge~1eral Sp-::c:Lfica­
tions) 

' 
EvapL:;:cation Loss, Lbr.::,h.-lSF 

Thiclu:.ess, Il~diviclu8.l ll.snding (:i.11ch) 

Edges 

Edge H<lr.:lnecs @ 1\.:l:_o-.. ():;_'f, rnj_n. (Lbs.) 

End P12el After Sw.'!:Lng, ma_x. ( :i_I~ch) 

fJ.exu:::-al Str<Sll[_;th, rd:a:I ll!UJ!l 

Acros2 G·.calD, Jbs. 
Parc:llcl 

Deflection at Brca]<:, rninimum 
Acro:;o Grain, i!wh 
P2.rallel 

Pu...11ch Test, Lbs. 

1\,·iot Test,, m;J:dr:Jl.un r;,;p~.i t 
Ft:;.C;P, :lncl:.t 
B~"I~~~, inch 

-- ------------ ~---·--- .... 

3050-.3.350 

2.000-22()0 Average 2100 

1050-ll)O 

0.484- 0.505 Average 0.490 

:::o. ClO from c.·lfg. 

Tar;ered 

10 min. 1 18 ma;<. 1 14 o\'8rcg2: 

1/8 

0;30 
0.20 

700-900 

l/2 
l/2 

··--- ---·-----··- - -----· --·-- ~- --- ·---

KG2001010 
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PRODUCT SPECIFICATIONS (co~tinued) 

Hammer Loss, dec:.grams 
Individual T::st, :r~aximum 

Bond @ High Hurcidi ty, ma'firnum peel 
Face, inch 
Back, inch 

•• 

We.ter InunersioD. Test, 2 Hours, p.ercen"t, Max. 
Weight G:::i:1 U•·.~ter iir .. :nersion test is made 
according to the procedu:re specified in 
A.S.T.M. 0473) 

Surface Water a-::>sorption test 
Weight gain after -r;,:,::y hours, percent, I.la.x. 
Cobb Test per A.S. T .M. C-630 

Face Pri~ting shall resd: 

l/2" l/2" 1Aoisture Gue.rd 
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